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Half sphere: 1215°C

Melting: 1270°C

d"c’\
"
i Sintering: 980°C
Softening: 1145°C
L Sphere: 1175°C
L Flattening curve and characteristic temperatures
3 Transparent Frit FT357
| Measured with heating microscope Misura 3 HSML
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