+058.0 -

+035.0 | Sintering: 948°C

<0340 -
<0820
+080.0
+0EE.0 |
<0850
<0840
<0820 |
+080.0 |
<0780
<0760 - Softening: 1146°C
0740 |-
0720 |-
0700
+DEED |
+DEE.D |
0540
+0520
+0500 - Sphere: 1173°C
+0580
0550
<0540
+0520
+050.0

+0480
Half sphere: 1203°C

e Flattening curve and characteristic temperatures

+044.0

20| Transparent Frit FT369

+040.0

+0380 Measured with heating microscope Misura 3 HSML |
Melting: 1254°C
+036.0 o

#3384 L I I I L L L L L L L L L L L L L I I L L L L
750 B0 B0 500 950 1000 1050 1100 1150 1200 un

650 700
Temperat. [°C]
M Rus gun g3 g 135



